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Despite significant advances in the fabrication of bioengineered scaffolds for tissue engineering, delivery
of nutrients in complex engineered human tissues remains a challenge. By taking advantage of the
similarities in the vascular structure of plant and animal tissues, we developed decellularized plant tissue
as a prevascularized scaffold for tissue engineering applications. Perfusion-based decellularization was
modified for different plant species, providing different geometries of scaffolding. After decellularization,
plant scaffolds remained patent and able to transport microparticles. Plant scaffolds were recellularized
with human endothelial cells that colonized the inner surfaces of plant vasculature. Human mesen-
chymal stem cells and human pluripotent stem cell derived cardiomyocytes adhered to the outer surfaces
of plant scaffolds. Cardiomyocytes demonstrated contractile function and calcium handling capabilities
over the course of 21 days. These data demonstrate the potential of decellularized plants as scaffolds for
tissue engineering, which could ultimately provide a cost-efficient, “green” technology for regenerating
large volume vascularized tissue mass.
© 2017 The Authors. Published by Elsevier Ltd. This is an open access article under the CC BY-NC-ND

license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
1. Introduction

The need for organs and tissues available for transplantation far
exceeds their availability. More than 100,000 patients can be found
on the donor waiting list at any given time and an average of 22
people die each day while waiting for a donor organ or tissue to
become available [1]. Tissue engineering has made significant
strides over the past decade through the development of tissue
grafts, increasing the potential number of viable solutions for these
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patients. However, there are still issues impeding their translation
into the clinic. One of the major factors currently limiting clinical
applicability of tissue engineered solutions is the lack of a func-
tional vascular network [2]. Without a viable vascular network, the
100e200 mm oxygen diffusion limit within tissues cannot be
overcome, consequently restricting the size of graft that can be
engineered and retain viability. Most current bioengineering
techniques are unable to create patent perfusion vessels. Tech-
niques such as the loading of scaffolds with pro-angiogenic factors
[3], cellular-guided vascular network formation [4], and micro-
fabricated designs [5] have demonstrated limited success in fully
recapitulating native vasculature. Furthermore, microvasculature
nder the CC BY-NC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
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(<10 mm in diameter) cannot be functionally fabricated with cur-
rent biofabrication techniques, such as 3-D printing.

Instead of attempting to engineer a vascular network, current
focus has shifted towards bio-inspired approaches, further driven
by the advent of perfusion-based techniques for decellularization
[6]. Decellularization removes cellular material from a tissue or
organ leaving behind an acellular scaffold consisting of extracel-
lular matrix (ECM), the composition of which depends on the
tissue or organ from which it was derived [7], while preserving an
intact vascular network [8]. By removing the cellular material of a
donor's tissue, a decellularized graft would be rendered non-
immunogenic while retaining gross organ structure [9]. Decellu-
larized tissues and organs can then be recellularized with a pa-
tient's own cells to create an autologous graft [8]. Native
biochemical composition and hierarchical tissue structure of a
potential decellularized graft are derived from the donor of the
tissue or organ. This inherently leads to inconsistency among tis-
sues or organs derived from different patients, or decellularized
using different methods, due to confounding variables such as age,
organismal or tissue pathology, and the specifics of the decellu-
larization protocol [7,10,11]. In particular, protein compositional
analysis through mass spectrometry has shown drastic differences
in the composition of decellularized tissues between different
patients [12,13]. Decellularized mammalian tissues are also in
short supply and, even when available, are expensive. Further-
more, a considerable amount of additional research needs to be
conducted before entire decellularized organs can be considered
as a practical option clinically [14]. Consequently, a more consis-
tent, cost-effective and readily available tissue source for decel-
lularization would yield improved prospects by increasing viable
numbers of grafts at a significantly lower cost.

Most current bioengineering approaches are limited by the
physical and intellectual isolation of basic research in different
organisms to their respective biological kingdoms. This critical
challenge can be overcome by exploiting cross-kingdom contribu-
tions within the same bioengineered platform. Plants and animals
exploit fundamentally different approaches to transporting fluids,
chemicals, and macromolecules, yet there are surprising similar-
ities in their vascular network structures (Fig. 1). Plant vasculature
follows Murray's Law [15], which is the physiological law
describing the tapered, branching network design of the human
cardiovascular system [16]. Structures within plant tissue [17], like
human tissue [18], exhibit varied mechanical properties, enabling
varied functions. Plant cell walls are composed of a variety of
polysaccharides, the most prominent of which are cellulose,
pectin, and hemicellulose [19]. Cellulose, which is the most
abundant component of plant cell walls, is a well-studied
biomaterial for a variety of clinical applications [20]. Cellulose is
biocompatible and has been shown to promote wound healing
[21]. Furthermore, cellulosic tissue engineering scaffolds derived
from decellularized apple slices have shown the ability for
mammalian cell attachment and proliferation [22] and were found
to be biocompatible when implanted subcutaneously in vivo [23].
Pectin [24] and hemicellulose [25] have also been studied as
biomaterials for bone tissue engineering and wound healing,
respectively. The innate similarities and apparent biocompatibility
of plant ECM spurred us to look across kingdoms and investigate
whether plants and their innate vasculatures could serve as per-
fusable scaffolds for engineering human tissue. Decellularization
techniques were applied to different plant species and tissues in
order to generate acellular, pre-vascularized tissue engineering
scaffolds. The abundance and rapid growth of many plant species
also provides for a less costly, more plentiful and sustainable
scaffold material.
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2. Materials and methods

Plant Decellularization: Spinach and parsley were acquired
from a local market. Artemisia annua leaves (SAM cultivar, specimen
voucher MASS 00317314) were harvested from soil-grown plants.
Peanut hairy roots were generated through Agrobacterium rhizo-
genes-mediated genetic transformation [26,27]. Decellularization
for the different plant types was adapted from whole organ
perfusion decellularization techniques [6e8]. Spinach leaves were
cannulated through the petiole and parsley stems were cannulated
via the basipetal end of the stem segment. Cuticles were removed
from the plants via serial treatment with hexanes (98%, Mixed
Isomers, Alfa Aesar, Haverhill, MA) and 1x PBS. A 10% sodium
dodecyl sulfate (SDS) in deionized water solution was perfused
through the cannulas for 5 days, after which they were perfused
with a 0.1% Triton-X-100 in a 10% sodium chlorite bleach (Aqua-Tab,
Beckart Environmental, Kenosha, WI) in deionized water solution
for 48 h. Sterile deionizedwater was then perfused for an additional
48 h. Perfusionwas accomplished from a constant pressure head of
152 mmHg and flow was initiated by gravity. A. annua and peanut
hairy roots were decellularized using the same technique but
instead of cannulation and perfusion, they were soaked in the so-
lutions. After decellularizationwas complete, tissues were stored in
sterile deionized water at 4 �C until needed for up to two weeks.

Histological Analysis: Leaf samples were cut into ~1 cm squares,
preferentially cut with the main vascular channel of the leaf down
the middle of the square. Roots and stems were cut into approxi-
mately ~1 cm length pieces. Tissue samples were fixed overnight in
an ATP-1 automatic tissue processor (Triangle Biomedical Sciences,
North Carolina) and then embedded in paraffin.

Paraffin blocks were sectioned at 14 mm. Samples that were
stained using Sass's Safranin and Fast Green protocol for plant
staining were done as previously reported [28]. In short, sections
were stained for 1 h in aqueous 1% (w/v) Safranin-O, and then
rinsed in deionized water for approximately 5 min, or until all re-
sidual dye was removed from the sections. Sections were dehy-
drated in 70%, then 95% ethanol and dipped for 10 s in Fast Green
FCF (0.1% w/v in 95% ethanol). Sections were washed in two
changes of 100% ethanol (2 min/step) and cleared in two changes of
xylene (2 min/step). Samples were stained for lignin for 10 min in a
saturated solution of phloroglucionol in 20% hydrochloride, as
previously reported [29]. Samples were visualized through use of a
DMLB2 upright microscope (Leica Microsystems, Buffalo Grove, IL).

Scanning Electron Microscope Imaging: The preparation of
samples for Scanning Electron Microscopy (SEM) analysis consisted
of fixation with 1.5% glutaraldehyde in freshly prepared 0.07 M
sodium cacodylate buffer for 2 h. The samples were then rinsed in
0.07 M sodium cacodylate with the addition of 2.5% sucrose and
dehydrated by immersion in a graduated series of ethanol in H2O,
serially in the following concentrations: 30, 50, 80, and 95%. Then
samples were immersed in hexamethyldisilazane (HDMS) in
ethanol serial solutions in the following concentrations: 30, 50, 80,
and 95%. The samples were left to dry on the sample holder and
then gold sputter coated prior to imaging in SEM.

DNA/Protein Quantification: Both native and decellularized
leaves were put in centrifuge tubes in a liquid nitrogen bath and
ground with a pestle. Fragments were further processed by pulling
through a 25-gauge syringe needle and by sonication with 5 pulses
performed 3 times to reduce leaf fragment size. DNA was then
measured using a CyQUANT Direct Cell Proliferation Assay (Thermo
Fisher, Waltham, MA) and proteinwas measured using a Coomassie
(Bradford) Protein Assay Kit (Thermo Fisher). Concentrations were
determined using a Victor3 spectrophotometer (Perkin Elmer,
Waltham, MA).

Perfusion Studies: Decellularized spinach leaves were removed
uest Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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Fig. 1. Comparison of animal and plant vascular network pattern branching and structures. A rat heart was decellularized, as previously described [6], and was perfused with a
Ponceau Red stain to visualize the vasculature. A Buddleja davidii leaf was perfused with fluorescein-labeled PEGDA to visualize the leaf vasculature.
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from refrigerated storage and were dried with Kimwipes prior to
the start of the different perfusion studies. A 0.1% Ponceau Red
(Sigma Aldrich, Saint Louis, MO) in 1% acetic acid solution was
perfused through the cannula attached to the petiole of each
decellularized spinach leaf. Ponceau red was perfused from a con-
stant pressure of 152 mmHg via gravity driven flow. Images were
taken before and after cannulation to investigate the remaining
patency of the decellularized leaf vasculature.

Microspheres (1, 10, 50, and 100 mm sized) (Phosphorex Inc.,
Hopkinton, MA) were used to determine the inner diameter flow
limitations of the leaf vasculature. Perfusion was accomplished
through a syringe-pump with a flow rate of 200 ml/min. Prior to the
microsphere perfusion, blank fluid was perfused through the leaf in
order to measure any autofluorescence from the perfusate. A serial
perfusion of different singular fluorescent microsphere sizes was
conducted beginning with smallest to largest diameters. After
perfusion was completed, the runoff of each individually sized
microsphere was collected and analyzed using a Victor3 microplate
reader (Perkin Elmer) against a known standard curve for each
individually sized microsphere. There was some fluid loss experi-
enced when collecting the runoffs from the perfusion. This fluid
loss can be attributed to the porous structures of the leaves causing
small volumes of liquid to collect in the leaf. For the high-speed
videos, a HiSpec4 high-speed camera (FastTec, San Diego, CA) was
attached to a DMIL inverted microscope (Leica Microsystems, Buf-
falo Grove, IL) and high-speed videos were taken at 60 frames per
second. A mixture of the different microspheres was perfused for
the videos. Microspheres flowing through the vasculature were
false colored white to heighten the contrast between sphere and
background. Confocal images of leaves verified microsphere
entrapment. Images were acquired using a SP5 Point Scanning
Confocal (Leica Microsystems).

Mechanical Testing: Native and decellularized spinach leaves
were cut into a 1 � 2 cm dogbone shape. Leaves were loaded into
the grips of the mechanical tester with the apical end of the leaf
being upright. An ElectroPulse E1000 tester (Instron Corp., Nor-
wood, MA) was used to uniaxially stretch the leaves. Leaves were
stretched at a constant strain of 10 mm/mmuntil failure. Maximum
tangent modulus, ultimate tensile strength, and strain at failure
were calculated. Maximum tangent modulus was established by
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fitting a line to the maximal sloped linear region of the stress-strain
graph. Ultimate tensile strength and strain at failure were calcu-
lated from the generated stress-strain graphs.

Mammalian Cell Culture and Seeding: For only HUVEC and hPS-
CM attachment experiments, leaf scaffold stems were coated with
fibronectin. Fibronectin (from bovine plasma, Sigma Aldrich) was
injected through the cannula of the leaf scaffolds at a concentration
of 10 mg/mL and allowed to coat for 24 h in a standard incubator.
Prior to HUVEC seeding, leaves were injected with sterile PBS to
wash away any non-coated fibronectin from the leaf. For hPS-CM
seeding, fibronectin was applied to the surface of the leaf at the
same concentration and incubation time. Prior to hPS-CM seeding,
leaves were washed in sterile PBS.

HUVECs (CRL-1730, American Type Culture Collection (ATCC),
Manassas, Virginia) were maintained using an Endothelial Cell
Growth Kit eVEGF (ATCC) according to the manufacturer's in-
structions. HUVECs were fluorescently labeled through uptake of
acetylated low-density lipoprotein (Dil-Ac-LDL) (Thermo Fisher).
Labeling occurred by incubating HUVECs for 4 h at 37 �C in medium
containing 10 ml/mL Dil-Ac-LDL. A 500 ml aliquot containing
375,000 labeled HUVECs was injected into the cannulated stem of a
decellularized spinach leaf. HUVECs were allowed 24 h for adher-
ence and were then subsequently washed with PBS. Adherent
HUVECs were visualized using a Rhodamine filter on an SP5 Point
Scanning Confocal (Leica Microsystems).

Viability of HUVECs after recellularizationwas determined using
a LDL uptake assay. Unlabeled HUVECs were injected into the
cannulated stem as previously described; 24 h after seeding,
HUVEC seeded stems and unseeded stems were moved into me-
dium containing 10 ml/mL Dil-Ac-LDL for 4 h at 37 �C. Images of
stems were acquired prior to LDL incubation, 24 h after the end of
incubation, and 48 h after the end of incubation using a Rhodamine
filter on a DMIL inverted microscope (Leica Microsystems).

P4eP8 hMSCs (Lonza, Walkersville, Maryland) were maintained
in MSCGM growth medium (Lonza) until they reached 70e80%
confluence. The hMSCs were treated for 24 h with MSCGMmedium
supplemented with 8.2 nM QDot 655 ITK carboxyl Quantum Dots
(Thermo Fisher). After the 24 h treatment, the quantum dot-loaded
hMSCs were gently washed with PBS and maintained in growth
medium until use. Loaded hMSCs were seeded on the surface of the
t Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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decellularized spinach leaves for 24 h to allow for attachment.
Adherent hMSCs were visualized using QDot 655 filter settings on
the SP5 Point Scanning Confocal.

Embryonic stem cell derived cardiomyocytes (hPS-CMs) (pro-
vided by Dr. Michael LaFlamme, University of Toronto, Toronto,
Ontario) [30] were maintained in RPMI medium containing 2% B27,
1% Pen/Strep, and 1% L-Glutamine (Thermo Fisher). The hPS-CMs
were thawed and immediately seeded onto the surface of spinach
leaves. Cells were given 24 h of seeding before medium was
replaced, and were subsequently replaced every 48 h for the
duration of 21 days.

hPS-CM Contraction and Fluorescent Analysis: A HiSpec4 high
speed camera (FastTec, San Diego, CA) was attached to a DMIL
inverted microscope (Leica Microsystems, Buffalo Grove, IL) and
videos of contracting hPS-CM clusters were taken at 60 frames per
second. A speckle-based tracking algorithm, high density mapping
[31], was applied to the contraction videos. The algorithmmeasures
subpixel level displacement of a random light intensity object.
From these subpixel displacements, the contractile strain can be
calculated over a region of interest. Fluorescent videos were
recorded at 71 frames per second and were analyzed through a
custom MATLAB code, which measures the relative change in in-
tensity over time.

Statistical Analysis: All results are presented as
mean ± standard deviation. Statistical comparisons were made
through either the use of a Student's t-test or a one-way ANOVA
with a Tukey's post-hoc test. Both statistical tests were performed
within SigmaPlot (Systat Software Inc., San Jose, CA). Statistical
significance was determined to be p < 0.05.

3. Results

3.1. Preparation and characterization of decellularized plant
scaffolds

The natural structure of higher plants allows for the transport of
nutrients via xylem and phloem to distal cells, e.g. from roots to
leaves and leaves to roots or other leaves. To explore the potential
for a plant-based tissue engineered scaffold, perfusion decellulari-
zation [6] was adapted for use with Spinacia oleracea (spinach)
leaves. Spinach leaves were used as a model species due to their
ready availability, their vascular network pattern and density, and
their wide diameter petiole. Spinach leaf petioles were cannulated
(Fig. S1) and then perfused with decellularization solution (10%
sodium dodecyl sulfate (SDS) in deionized water) for 5 days, fol-
lowed by 2 days of perfusion with clearing solution (0.1% TritonX-
100, 10% sodium chlorite in deionized water). One day after initi-
ation of the decellularization process, the leaves began to lose their
green color due to the loss of chlorophyll, denoting loss of chloro-
plasts from the leaf tissue (Fig. 2A and B). Leaves became trans-
lucent with a green hue by Day 5 (Fig. 2C). The addition of sodium
chlorite sterilized the tissue while also removing any residual
chlorophyll, resulting in a colorless and translucent leaf by Day 7
(Fig. 2D). Histological analysis identified cells with nuclei and
chloroplasts in native leaves (Fig. 3, A and C), neither of which was
seen in their decellularized counterparts (Fig. 3, B and D).
Furthermore, lignin, which is a major biopolymeric component of
the leaf vasculature, was present before and after decellularization
as shown by additional histological staining (Fig. S10). Decellular-
ized spinach leaves maintained the same pattern and density of
vascular networks seen in native leaves (Fig. 3E and F) when
imaged by scanning electron microscopy (SEM), indicating that the
decellularization process did not affect the topographical proper-
ties of the surface of the leaf. Neither decellularization nor clearing
solution alone was able to completely decellularize the leaves
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(Fig. S2), indicating that both anionic and non-ionic detergents may
be needed for complete removal of plant cellular material.

Decellularized leaves contained significantly less DNA (9.4 ± 1.3
vs. 1129 ± 217.3 ng DNA/mg tissue, Fig. 3G) and significantly less
protein when compared to native leaves (2.4 ± 0.6 vs. 19.1 ± 1.9 mg
protein/mg, Fig. 3H). These data demonstrated that the plant
decellularization process removed nearly all of the DNA and pro-
tein. The levels of remaining DNA satisfy a minimal requirement
determined to classify a tissue as decellularized (<50 ng DNA per
mg tissue) [32]. The kinetics of protein removal demonstrated a
rapid and significant decrease of protein content during the first
10 min. The protein levels decreased further during the subsequent
days and reached the lowest concentration after 3 days of decel-
lularization (Fig. S3). After 5 days of perfusion, the standard devi-
ation between protein levels in different samples was found to be
negligible and thus 5 days of perfusion with the decellularization
solution was chosen as the standard time.

For robust characterization of a tissue scaffold, it is imperative to
examine the mechanical properties of the scaffold material, as
these properties govern the ability of the tissue to function. When
compared to native leaves, decellularized leaves displayed signifi-
cantly lower ultimate tensile strength (p ¼ 0.00925) and strain at
failure (p ¼ 0.000287) during uniaxial tensile mechanical analysis
(Fig. S4). Despite the apparent loss of mechanical integrity,
maximum tangent modulus for decellularized spinach leaves
(0.3 MPa) was within the range of normal decellularized human
cardiac tissue (0.2e0.5 MPa) [8].

We also explored the applicability of this technique to other
plant species and tissues. Petroselinum crispum (parsley) stems,
Arachis hypogaea (peanut) hairy roots, and Artemisia annua leaves
were also successfully decellularized (Fig. 3I) thereby suggesting
widespread potential for using a variety of plant species and tissues
for decellularization. Histological examination of these different
plant systems was also conducted and yielded similar results as
those seen in spinach leaves (Fig. S5), where there is a noted loss of
nuclear material while maintaining gross plant microarchitecture.
Hairy roots and Aretemisia annua were soaked in the decellulari-
zation and clearing solutions as opposed to perfusion due to their
delicate vasculature. DNA levels of A. annua were also measured in
order to verify that soaking performed the same levels of decellu-
larization as perfusion (Fig. S5).

3.2. Assessment of leaf vasculature patency post-decellularization

A major advantage of using the decellularized leaf as a scaffold
for tissue engineering is the innate vasculature. We thus sought to
determine whether the leaf vasculature remained intact and patent
after the decellularization process. Ponceau Red was perfused
through the cannula of decellularized spinach leaves. The Ponceau
Red perfused throughout the entirety of the leaf vasculature, with
some minor leakage observed (Fig. 4A; Movie S1). The perfusate
also flowed into and through the smaller branches of the leaf vein
(Fig. 4B) indicating that the microvasculature of the leaf remained
fairly intact.

Supplementary video related to this article can be found at
http://dx.doi.org/10.1016/j.biomaterials.2017.02.011

For a vascularized tissue engineered scaffold to be clinically
relevant, the inner diameter of any mimetic vessels must allow for
blood flow. Human capillaries have vessel diameters between 5 and
10 mm [33] that support the flow of the 6e8 mm diameter red blood
cells [34]. To predict whether the vascular network of a decellu-
larized leaf would support flow of such cells, leaf vasculature was
perfused with medium containing fluorescent microspheres of
various sized diameters. This method allows for evaluation of both
the diameter and patency of any given vessel. Videos (Movie S2)
uest Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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Fig. 2. Time lapse of spinach leaf decellularization. (A) Leaf is dark green and opaque prior to decellularization at Day 0. (B) At Day 1, the leaf loses some of its dark coloring and
begins to appear translucent. (C) By Day 5, the leaf is completely translucent while maintaining a light green hue. (D) After being treated and sterilized with sodium chlorite, the leaf
loses the remainder of its coloring and becomes completely decellularized on Day 7.

Fig. 3. Characterization of plant scaffolds before and after decellularization. Spinach leaf (A) before and (B) after decellularization; (C) Native and (D) decellularized leaf stained
with Safranin and Fast Green. Safranin-O (red) stains for chromosomes and nuclei. Fast Green (bluish-green) stains for cytoplasm and cellulosic cell walls. The blue dark spheres are
indicative of chloroplasts, which are highly abundant in leaves. Scale bars: 250 mm and 50 mm (insert). Scanning Electron Microscope image of surface topography for both (E) native
and (F) decellularized spinach leaves with inserts showing higher magnification. Scale bars: 100 mm. (G) DNA content was quantified through a CyQuant assay (p ¼ 0.00002; n ¼ 4).
(H) Total protein before and after leaf decellularization was quantified by Bradford assay (p ¼ 0.0000007; n ¼ 3). (I) Decellularization process was applied to other plant types and
structures. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)
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were acquired at 60 frames per second to visualize the microsphere
flow (Fig. 4C; To increase contrast, the bead was false-colored white in
these videos). The medium that perfused through the leaf (flow
through) was collected and used to calculate the percentage of
microspheres recovered by measuring fluorescence intensity.
While all of the 1 and 10 mm beads were recovered after perfusion,
transport of larger beads became progressively more restrictive;
only 46% of the 50 mm and 10% of the 100 mm microspheres were
collected (Fig. 4D). Additionally, analysis of blank fluid being
perfused through the system shows some noise generated by
autofluorescence, where the 100 mm microsphere collection was
found to be within this noise region. Collection of the 1 and 10 mm
microspheres was found to be statistically greater than both the
Descargado para Anonymous User (n/a) en ClinicalKey Spain Guest
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100 mm microsphere collection (p ¼ 0.01 for 1 mm and 10 mm mi-
crospheres) and the blank fluid noise (p ¼ 0.009 for 1 mm and
p ¼ 0.01 for 10 mm microspheres). Visualization of the entrapped
beads within plant vascular networks yielded complementary re-
sults (Fig. 4E and F); i.e. only 50 and 100 mmdiameter microspheres
were found to be trapped within the plant tissue. Taken together,
these results demonstrate that the leaf vasculature supports the
flow of particles within the size range of a red blood cell.
3.3. Recellularization of decellularized leaf scaffolds with human
cells

Successful use of decellularized plant tissues for human tissue
 Users de ClinicalKey.es por Elsevier en abril 26, 2017.
 Copyright ©2017. Elsevier Inc. Todos los derechos reservados.



Fig. 4. Spinach leaf vascular scaffolds retain patency and perfusion capabilities after decellularization. Decellularized leaf (A) before and (B) after perfusion of Ponceau Red.
Fluorescent microspheres of various diameters (1, 10, 50, and 100 mm) and blank fluid were perfused through a decellularized leaf. Statistical differences were found between the
percentage collected between both 1 and 10 mm and the collection of 100 mm and blank fluid. (* indicates p < 0.05, # indicated p < 0.01). (C) Video frames capturing microsphere
location within a leaf vein over time, with the arrow tracking an individual microsphere. (D) Microspheres that traversed vascular walls were collected and their fluorescence
quantified (n ¼ 3). (E, F) Fluorescence images of leaf vasculature perfused with beads. Images show 50 and 100 mm spheres retained within the vasculature. Scale Bars: 100 mm (E),
500 mm (F).
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culture depends on the ability of human cells to adhere to plant-
produced ECM. Different human cell types were seeded either on
top of decellularized plant scaffolds or introduced into plant
vascular networks via cannulation.

To endothelialize the leaf vasculature, human umbilical vein
endothelial cells (HUVEC) were seeded into the leaf scaffold
vasculature. Leaf vasculature was first coated with fibronectin in
order to promote cellular attachment to the lignified walls of the
leaf vasculature. HUVECs labeled with acetylated low-density li-
poprotein (Dil-Ac-LDL) were delivered through the cannula. After
24 h, HUVEC attachment to the inner surface of leaf vasculaturewas
confirmedwith confocal microscopy (Fig. 5A). HUVEC viability after
recellularization was evaluated using an LDL uptake assay. Unla-
beled HUVECs were injected through the cannula and allowed 24 h
to attach to the inner surfaces of the leaf's stem. Seeded and un-
seeded stems were incubated in Dil-Ac-LDL medium and fluores-
cent signal was assessed 24 and 48 h after incubation. At both time
points, there was a positive fluorescent signal present for seeded
stems and no signal for unseeded stems, indicating that the
HUVECs remained viable after recellularization (Fig. S6). Although
HUVECs attached and remained viable after recellularization, im-
provements in functionalizing the leaf vasculature and use of
perfusion bioreactors will be needed before complete endotheli-
alization of the entire leaf can occur.

Human mesenchymal stem cells (hMSC) were used for seeding
onto the outside surface of a decellularized leaf (Fig. 5B). To over-
come autofluorescence generated within the plant tissue, mostly
seen in the shorter wavelengths of the visible spectrum [35], hMSCs
were labeled with quantum dots prior to the seeding, as previously
described [36]. The hMSCs readily adhered to the entire surface of
the leaf 24 h after seeding. Cell attachment was also observed on
the outside surface of decellularized parsley stems (Fig. S7), indi-
cating that three-dimensional plant surfaces could be used as
scaffolds, from plants with varied species or macro-scale structures.
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This would allow for larger and more intricate tissue to be formed
on these scaffolds.

3.4. Human pluripotent stem cell-derived cardiomyocytes function
on decellularized plant scaffolds

Human pluripotent stem cell derived cardiomyocytes (hPS-CM)
were seeded onto the surface of leaf scaffolds in order to investigate
whether cells could adhere and maintain functionality. hPS-CMs
attached to the surface and formed cell clusters (Fig. 6A) within
three days of seeding. Five days after the initial seeding, hPS-CMs
began to spontaneously contract (Movie S3) while seeded on the
leaf scaffold while control hPS-CM seeded on tissue culture plastic
(TCPS) began contraction on Day 3.

Contractile analysis (Fig. 6B), based on sub-pixel level change in
the random light intensity of the hPS-CM cluster [31], demon-
strated approximately 1% contractile strain at a contractile rate of
0.8 Hz in the myocytes seeded on leaf scaffolds. Spatial strain maps
revealed contraction present throughout the entire hPS-CM cluster
whereas the surface of the scaffold displayed little to no strain
signal (Fig. 6C). Contractile strain increased fromDay 5 to Day 10. At
Day 10, the contraction peaked and plateaued for 7 days, until Day
17. There was a decrease in contraction from Day 17 to Day 21
(Fig. 6D). On Day 21 (Fig. 6E), hPS-CM contraction decreased to 0.6%
at a contractile rate of 0.5 Hz. The control hPS-CM clusters seeded
ontoTCPS had a highermagnitude of contractile strain on all days of
analysis and these measures were found to be statistically greater
on days 7 (p ¼ 0.04) and 17 (p ¼ 0.04). There was no statistical
difference between the hPS-CM clusters on the leaf scaffolds and
TCPS control for all other time points. Contractile analysis on day 10
(the peak value for the hPS-CMs seeded onto the leaf scaffold)
(Fig. S8) yielded similar strain values for the cells seeded on the
TCPS with contractile strains near 1.0% with a frequency of 0.37 Hz.

Due to the decrease in contraction at Day 21, we investigated
uest Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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Fig. 5. Human cells can be used to recellularize the decellularized spinach leaves. The image of the leaf in the upper left corner of the image gives the relative position from
which images A and B are derived. (A) Dil-Ac-LDL-labeled human umbilical vein endothelial cells (HUVECs) were seeded within a vein of a decellularized spinach leaf by perfusion.
Scale bar: 250 mm. (B) Human mesenchymal stem cells (hMSCs) were labeled with quantum dots and seeded onto the surface of a decellularized spinach leaf. Scale bars: 250 mm for
main image, and 50 mm for insert.
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whether the calcium handling capability of these cells was main-
tained using GCaMP3 reported transfected hPS-CM cells [30],
providing a fluorescent signal corresponding to the intracellular
calcium signal. Fluorescence videos (Movie S4) detected GCaMP3
fluorescence (Fig. 6F), corresponding to calcium flux during
contraction. On Day 21, the change in fluorescent signal intensity in
hPS-CM clusters was measured over several contractile cycles and
compared to the signal from the surface of the leaf (Fig. 6G and H).
The calcium signal originating from the hPS-CM cluster was more
intense than the signal from the leaf's surface, suggesting that the
hPS-CMs retained calcium-handling capabilities when seeded onto
the leaf scaffolds and was not an artifact of autofluorescence.
Furthermore, the calcium signal also followed a similar frequency,
0.5 Hz, as seen with the contraction at Day 21 suggested that the
two are interrelated and thus the cardiomyocytes are functioning
normally on the leaf. The calcium signal from the hPS-CMs that
were seeded on the leaf scaffolds were also compared to hPS-CMs
that were seeded on TCPS at day 21 (Fig. S9). Calcium signals had
similar fluorescent intensities with the hPS-CMs having a higher
calcium handling frequency. This difference in frequency is prob-
ably due to the difference in the size of the different clusters
analyzed as the clusters of hPS-CMs formed on the TCPSwere larger
than the clusters formed on the leaf scaffolds.
4. Discussion

Exploring biological “orthogonality” between kingdoms pro-
vides a unique opportunity to interface multiple biological
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kingdoms, as well as to mimic biological features from other
kingdoms. This novel approach can be exploited in order to utilize
paradigms that have evolved in one biological kingdom in order to
provide solutions to problems that another kingdom faces, through
a common interface. By searching for interfaces between the plant
and animal systems, new solutions may be effectively engineered
for a wide variety of disciplines, such as regenerative medicine.

For example, the major limiting factor affecting the clinical
translation of tissue engineering is the lack of viable vascular net-
works in engineered tissues. Current fabrication techniques, such
as 3-D printing, cannot accurately and effectively create microvas-
culature, such as that seen in capillary beds. With all of that in
mind, we looked for inspiration from the plant kingdom to address
this challenge. Plant vasculature, like mammalian vasculature,
supports flow of fluid and transport of important biomolecules.
This transport is accomplished through a different mechanism in
the plant than in mammalian vessels, but the structures are similar,
especially the microvascular architecture. Furthermore, cellulose
which is the main component of plant cell walls is a well-studied
polysaccharide and biomaterial. Cellulose has been used in a wide
variety of regenerative medicine applications, such as cartilage
tissue engineering [37,38], bone tissue engineering [39,40], and
wound healing [20,21]. For those studies, cellulose was usually
derived from bacteria in order to control the fiber geometries and
chemical properties. More recently, however, cellulose was isolated
from decellularized apple hypanthium tissue and was used to
support cellular attachment and proliferation in a 3D scaffold [22].
That material was found to be biocompatible when implanted
t Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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Fig. 6. Human pluripotent stem cell-derived cardiomyocytes (hPS-CMs) adhere and function on the surface of a leaf scaffold for 21 days. (A) hPS-CMs adhere and form cell
clusters. Scale bar: 50 mm. (B) Contractile strain of hPS-CMs was quantified through subpixel level displacement of the cell clusters. Contraction was graphed over the time of
recorded videos and, on Day 10, the cluster was found to contract at nearly 1% strain. (C) Contractile strain can be visualized through a heatmap. (D) Contractile strain was measured
over 21 days for a cluster of cells. Contractile strain was compared to a control of hPS-CMs cultured on tissue culture plastic (TCPS). Strains calculated on days 7 and 17 were found to
be statistically greater on cells seeded on the TCPS as opposed to cells seeded on the leaf scaffolds (* indicates p < 0.05). There were no statistical differences calculated in any of the
other time points. (E) Day 21 strain values showing the lowered contractile strain magnitude. (F) hPS-CMs were modified with a GCaMP3 reporter [30], providing a fluorescent
signal corresponding to the intracellular flux of calcium ions. (G, H) The relative change of fluorescent signal was visualized and compared relative to the leaf surface on Day 21.
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subcutaneously in vivo [23]. Coupling the similarities seen between
mammalian and plant vasculature with the apparent biocompati-
bility and regenerative properties of the plant tissue, we sought to
cross kingdoms and study whether decellularized plants could serve
as a perfusable scaffold for tissue engineering.

Perfusion decellularization techniques were successfully
adapted for use with plant tissues. Multiple plant types, all with
different hierarchical geometries, were able to be decellularized
including, spinach and A. annua leaves, parsley stems, and peanut
hairy roots. Spinach was chosen as the model leaf through the rest
of the study due to its ready availability and its high vascular
density. Other plant species were chosen to highlight the wide-
spread potential of the technique. Decellularization was verified
through histological staining, as well as quantification of DNA and
protein content. Histological staining showed the loss of nucleic
materials from the plant tissue while maintaining both the struc-
ture and the differing native composition of the tissue, as noted
when lignin was stained before and after decellularization. The
vasculature remained patent after decellularization, as demon-
strated by microsphere perfusion. Using the microspheres, the
vessel diameter of perfusable vasculature within the spinach leaves
could be approximated, which was found to support flow of par-
ticles the size of human blood cells. The decellularized plant scaf-
folding also supported human cell recellularization. Adhered
HUVECS exhibited some alignment to the inner vascular walls, and
remained viable; MSCs adhered to the surface of the leaf; and hPS-
CMs spontaneously contracted over the course of 21 days while
attached to the surface of the leaf scaffolds.

By using the natural architecture of plant tissue, we could
effectively engineer a multiplicity of mammalian tissue depending
upon the plant template. Matching native mechanical properties
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have shown to be a crucial aspect when engineering tissue. Since a
wide variety of anatomical structures exist within the plant
kingdom [17], finding structures with mechanical properties
emulating those needed for a human tissue engineered scaffold,
even after decellularization, should be feasible. This is advanta-
geous due to the diversity in architecture of different plants and
their structures, in the hopes that they may be able to recapitulate
some of the complexity seen within mammalian tissues and thus
lead to future clinical applications. Further optimization and
investigation would be necessary to understand which plant tissue
would be appropriate for different tissue engineering applications.
A highly vascularized plant tissue, such as the spinach leaf, might
be better suited for a highly vascularized tissue, like cardiac tissue,
whereas the cylindrical hollow structure of the stem of Impatiens
capensis might better suit an arterial graft. Conversely, the vascular
columns of wood might be useful in bone engineering due to their
relative strength and geometries.

Plant based tissue engineered solutions need to be further
elucidated and explored before translation into medical applica-
tions. The decellularization solutions used in this study contain
high concentrations of detergents that were chosen after an initial
investigation that accounted for the time needed for decellulari-
zation. Residual detergents present after decellularization have
been shown to affect cellular viability [41] and thus could become
problematic with use of high detergent concentrations. There were
at worst only limited viability issues in this study, nevertheless, this
and other potential concerns should be addressed with further
refinement of the decellularization techniques.

Currently, it is as yet unclear how the plant vasculaturewould be
integrated into the native human vasculature and whether there
would be an immune response. Decellularized cellulose is
Guest Users de ClinicalKey.es por Elsevier en abril 26, 2017.
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biocompatible and biodegradable [23], but it is unclear the in vivo
response to whole decellularized plant tissue. Future investigation
will need to be made into the native immune response to more
complex compositional plant scaffolds. Furthermore, we have
shown the ability of HUVECs to attach to the inner leaf vasculature
after 24 h. To have a non-thrombogenic scaffold, full endotheliali-
zation needs must be demonstrated and there must be
functionality.

The ability to fully recellularize decellularized tissue has long
been a major problem in the field and future studies are needed to
recellularize endothelium for plant tissue. More recent investiga-
tion into complex tissue recellularization, such as vascularization of
whole lung [42], has been improving and these new techniques will
be crucial in improving the medical potential of our plant scaffolds
and other decellularized tissues. One final aspect of our plant
scaffolds that needs to be further developed in order to improve the
medical translation, is the question about out flow in the plant
vasculature. Plant vasculature does not have a separate out flow
system, such as the venous system. A potential tissue engineered
graft based upon the plant scaffolds could use multiple leaves
where some act as arterial support and some act as venous return.

The use of plants as the foundation for tissue engineering
scaffolds has many benefits outside their innate vascular networks.
There is a current push in technology development to becomemore
“green” and environmentally friendly due to concerns over
anthropogenic climate change and dwindling supplies of natural
resources. Tissue engineered scaffolds are typically produced either
from animal-derived or synthetic biomaterials, both of which have
a large cost and large environmental impact. Animal-derived bio-
materials used extensively as scaffold materials for tissue engi-
neering include native ECM proteins such as collagen I or
fibronectin and whole animal tissues and organs. Annually, 115
million animals [43] are estimated to be used in research. Due to
this large number, a lot of energy is necessary for the upkeep and
feeding of such animals as well as to dispose of the large amount of
waste that is generated. Along with this environmental impact,
animal research also has a plethora of ethical considerations, which
could be alleviated by forgoing animal models in favor of more
biologically relevant in vitro human tissue models.

Synthetic biomaterials are commonly generated from chemical
processing of nonrenewable resources, such as petroleum, and
their production often yields toxic byproducts. An example of a
biomaterial negatively affecting the environment can be found
from polytetrafluoroethylene (Teflon), a widely used synthetic
biomaterial in cardiovascular applications such as tissue engi-
neered vascular grafts [44]. During high temperature degradation
of Teflon, large amounts of ozone-depleting gases such as tri-
fluroacetic acid and chlorodifluoroacetate [45] are generated.While
this is not an issue in the body when Teflon is used as a graft,
manufacturing byproducts are a major concern for the production
and storage of the material. Recently, more eco-friendly sources for
biomaterial production have been explored, such as syntheses from
vegetable oils [46] and polymerization of natural bio-polymers like
cellulose [47]. By exploiting the benign chemistry of plant tissue
scaffolds, we could address the many limitations and high costs of
synthetic, complex composite materials. Furthermore, there are
many issues in the mass production of materials that could be
overcome from using plant tissue. Plants can be easily grown using
good agricultural practices (GAP) and under controlled environ-
ments. By combining environmentally friendly plant tissue with
perfusion-based decellularization, we have shown that there can be
a sustainable solution for pre-vascularized tissue engineering
scaffolds.

In this study, we demonstrated the feasibility of using decellu-
larized plants to provide sustainably produced scaffolding for tissue
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engineering. By applying paradigms from one kingdom to another,
we devised amethod for addressing the limitation of perfusion that
exists in traditional approaches to tissue engineering and regen-
erative medicine. Our investigation provided promising results, but
many questions still remain before decellularized plants become
clinically relevant. The development of decellularized plants for
scaffolding opens up the potential for a new branch of science that
investigates the mimicry between kingdoms, e.g. between plant
and animal. Although further investigation is needed to understand
future applications of this new technology, we believe it has the
potential to develop into a “green” solution pertinent to a myriad of
regenerative medicine applications.
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